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93°00'

.       Arsenic
.                     ppm As     Percentile

25          50
102          75
251          90
420          95
687          98

926          99

1200          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

As

8888888888888888888888888888888888888888888888888Rankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin Inlet

Till, < 0.063 mm of HMC
by ICP-AES
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HUDSON BAY

63°15'

93°00'

.       Cobalt
.                    ppm Co     Percentile

9          50
18          75
30          90
48          95
57          98

64          99

72          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km
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62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Co

8888888888888888888888888888888888888888888888888Rankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin Inlet

Till, < 0.063 mm of HMC
by ICP-AES
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HUDSON BAY

63°15'

93°00'

.           Copper
.                    ppm Cu     Percentile

17          50
48          75
76         90
90          95
96          98

102          99

109          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Cu

8888888888888888888888888888888888888888888888888Rankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin Inlet

Till, < 0.063 mm of HMC
by ICP-AES
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63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'

.            Lanthanum
.                     ppm La     Percentile

130          50
173          75
210          90
241          95
258          98

272          99

290          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

La

8888888888888888888888888888888888888888888888888Rankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin Inlet

Till, < 0.063 mm of HMC
by ICP-AES



92°00'
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62°45'

HUDSON BAY

63°15'

93°00'

.            Nickel
.                     ppm Ni     Percentile

12          50
15          75
29          90
38          95
44          98

46          99

50          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Ni

8888888888888888888888888888888888888888888888888Rankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin Inlet

Till, < 0.063 mm of HMC
by ICP-AES
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62°45'

HUDSON BAY

63°15'

93°00'

.              Zinc
.                    ppm Zn     Percentile

10          50
12          75
16          90
30          95
34          98

42          99

54          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Zn

8888888888888888888888888888888888888888888888888Rankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin InletRankin Inlet

Till, < 0.063 mm of HMC
by ICP-AES


