
92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.        Aluminum (Till)

.                 %Al       Percentile

0.74         50
1.01          75
1.32          90
1.44          95
1.83          98

1.99         99

2.32          100

.         Aluminum (Esker)
.                % Al       Percentile

2.35          50
2.61          75
2.93          90
3.14          98
3.29          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Al
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Arsenic (Till)

.                     ppm As     Percentile

8          50
24           75
46          90
82          95

197          98

264          99

420          100

.          Arsenic (Esker)
.                     ppm As     Percentile

44          50
95          75

172          90
382         98
448          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

As
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Barium (Till)

.                     ppm Ba     Percentile

40          50
60          75
80          90
90          95

110          98

135          99

240          100

.       Barium (Esker)
.                      ppm Ba     Percentile

110          50
145          75
158          90
186          98
190          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Ba
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Calcium (Till)

.                   % Ca     Percentile
0.42          50
0.49          75
0.60          90
0.86          95
1.51          98

1.66          99

3.46          100

.       Calcium (Esker)
.                  % Ca     Percentile

0.37          50
0.47          75
0.51          90
0.56          98
0.59          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Ca
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Cobalt (Till)

.                    ppm Co     Percentile

8          50
11          75
15          90
17            95
23          98

25         99

39           100

.           Cobalt (Esker)
.                     ppm Co     Percentile

24          50
39          75
75          90
92          98

103         100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Co
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Chromium (Till)

.                     ppm Cr     Percentile

28          50
38          75
50          90
60          95
96          98

101          99

177          100

.         Chromium (Esker)
.                     ppm Cr     Percentile

84          50
92          75
97          90
99          98

100         100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Cr
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.         Copper (Till)

.                     ppm Cu     Percentile

25          50
37          75
49          90
60          95
80          98

92          99

152          100

.           Copper (Esker)
.                    ppm Cu     Percentile

58          50
149          75
253          90
397          98
457          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Cu
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
Iron (Till)

.                     % Fe     Percentile

1.59          50
1.99          75
2.45          90
2.74          95
3.37          98

3.76          99

5.46          100

Iron (Esker)
.                  % Fe     Percentile

4.49          50
4.87          75
5.75          90
7.40          98
8.02          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Fe
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Potassium (Till)

.                  %K       Percentile

0.12          50
0.19          75
0.26          90
0.34          95
0.40          98

0.58          99

0.99          100

.           Potassium (Esker)
.                  % K       Percentile

0.35          50
0.43          75
0.50          90
0.63          98
0.71          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

K
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Lanthanum (Till)

.                   ppm La    Percentile

20          50
30          90
40          98
50          99

60          100

.            Lanthanum (Esker)
.                     ppm La    Percentile

50          50
85          75

118          90
136          98
140          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

La
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Magnesium (Till)

.                  % Mg        Percentile

0.44          50
0.62          75
0.86          90
0.98          95
1.21          98

1.41          99

2.24          100

.            Magnesium (Esker)
.                  % Mg       Percentile

1.44          50
1.66          75
1.70          90
1.72          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Mg
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Manganese (Till)

.                     ppm Mn     Percentile

148          50
180          75
236          90
290          95
369          98

419          99

730          100

.         Manganese (Esker)
.                   ppm Mn     Percentile

660          50
758          75
875          90

1022          98
1130          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Mn
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Nickel (Till)

.                  ppm Ni     Percentile

21          50
30          75
39          90
50          95
58          98

61          99

95          100

.           Nickel (Esker)
.                   ppm Ni     Percentile

47          50
55          75
84          90

104          98
110          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Ni
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Phosphorous (Till)

.                     ppm P     Percentile

740          50
790          75
840          90
850          95
918          98

1069          99

1220          100

.         Phosphorous (Esker)
.                   ppm P     Percentile

1090          50
1420          75
1518          90
1928         98
2020         100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

P
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Lead (Till)

.                     ppm Pb     Percentile

2          50
4          75
6          90
8          95
9          98

14          100

.         Lead (Esker)
.                    ppm Pb     Percentile

20          50
41          75
54          90
74          98
80          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Pb
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Strontium (Till)

.                    ppm Sr     Percentile

22          50
25          75
30          90
32          95
37          98

38          99

47          100

.          Strontium (Esker)
.                    ppm Sr     Percentile

28          50
32          75
42          90
46          98
47          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Sr
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Titanium (Till)

.                  % Ti      Percentile

0.06          50
0.07          75
0.09          90
0.10          95
0.11          98

0.13           99

0.21          100

.          Titanium (Esker)

.                  % Ti      Percentile

0.11           50
0.15          75
0.19          90
0.21           98
0.22           100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Ti
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Vanadium (Till)

.                  ppm V     Percentile

24          50
30          75
39          90
44          95
52          98

64          99

69          100

.          Vanadium (Esker)
.                    ppm V     Percentile

68          50
77        75
88         90

111          98
114           100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

V
by ICP-AES

Till and Esker,
<0.063 mm
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92°00'

63°00'

91°00'
62°45'

HUDSON BAY

63°15'

93°00'
.       Zinc (Till)

.                   ppm Zn    Percentile

24          50
34          75
44          90
54          95
67          98

77          99

116          100

.          Zinc (Esker)
.                    ppm Zn     Percentile

96          50
116          75
132           90
141          98
142          100

 No Window 

4.5 km

 No Window 

Discovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery AreaDiscovery Area

1.2 km

91°48'40"

62°58'30"

62°55'00'

92°00'00"

Atulik Lake

Zn
by ICP-AES

Till and Esker,
<0.063 mm
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