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Figure 4. (A) Measured FT length and (B) calculated FT length projected parallel to the crystallographic c-axis versus measured Cl content
in atoms per formula unit. The vertical line at 0.125 apfu Cl divides two separate kinetic populations; horizontal lines show the mean track
length for each population. Numbers in brackets are the number of length measurements per population.
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