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Sample ID:
Material Type:
Produced by:

NIST 610

Glass
NIST*

pXRF:

Dwell Time:
Mode Type:
Vial Window:

See Table ?? and X-axis
Soil Mode, Compton normaliztion

Niton XL3t GOLDD, 50-kv Cygnet X-ray tube %

6 um SpectroCertified Mylar polyester

Recommended value

Mean measured value + 20
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All analyses for Ba are <LOD.
See - Appendix B, All Standards pXRF data.xls
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