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Sample No. erne,. ***** see.. 107 

Product 	********** 	Castable Refractory 

Nue  tree.. 

SUbMittOd by ... 

DUROCUTE 

Canadian Refractories Ltd. 

.e.sâ.s.U'leà4-11211Pre  ture 	 e031.11e3  

C 92-56 	Particle sizq: 

Sieve No. -4 +6 	 2.1 

Sieve No. -6 	 - 	97.9 

C  24-46 Lusikutzstsailyaleott 	16 

Approx. Temper3ture 	 27160? (1491°C) 

C269-51T 

After 5 hrs. ,t  2250°F  

c268-51T 	L4qali:÷„à2...ajaelau 

After drying at 2300? 

After firing at  2000°F  

4-o»ly-oc/...on 
0.2g4teffludAnk. 

1050 psi 

450 psi 

Durocrete, Sciple Mo. 107 9  meets the requireràents in Spec. 

10-GP-8 for Class B. 

S. Matthews 
Head 
Ceramic Section 
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